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What we got…

Sample 
#

TCE 
Area

PCE 
Area

TCE/PC
E

Cal. 
Curve 
slope

TCE 
Concen
tration 
(ug/L)

Mass of 
Carbon 
(g)

qe (ug 
TCE 
Remov
ed/gPA
C) Log Ce Log qe

Avg. ug 
Remov
al of 
TCE/gP
AC

Blank 1 
(no 
PAC) 66.651 13.74125 66.6506 1.7

1133.060
2 0 26.2155

B1 45.971 10.72786 45.97156
781.5165

2 1.8
48.82551

111 2.892938 1.688647

B3 45.778 10.94253 45.778 778.226 3.8
23.34435

526 2.891106

B4 65.605 13.29797
65.6054

3
557.6461

55 5.4
26.63953

912 2.746359 1.425527

B6 60.652 9.94956 60.65233
206.2179

22 9.4
24.6500

6059 2.314326 1.391818

B7 46.385 10.46491
46.3848

8
157.7085

92 12.4
19.66434

694 2.197855 1.29368

B8 39.728 10.62764 39.72803
67.53765

1 18.8
14.16918

283 1.829546 1.151345



What We Figured Out
Nanoparticle iron actually adsorbs 

some of the TCE so it doesn’t get 
trapped by the carbon….  it can go 
back into our drinking water…..      

YUCK!!!!



Time to tell 
everyone else about it



Then we thought about 
what we could do 

next…

Do other nanoparticles do the same 
thing?

Can we use a different type of 
activated carbon to treat the water 
better?


